
Table 13.2.4-1. TYPICAL SILT AND MOISTURE CONTENTS OF MATERIALS AT VARIOUS INDUSTRIESa

Industry
No. Of

Facilities Material

Silt Content (%) Moisture Content (%)

No. Of
Samples Range Mean

No. Of
Samples Range Mean

Iron and steel production 9 Pellet ore 13 1.3 - 13 4.3 11 0.64 - 4.0 2.2

Lump ore 9 2.8 - 19 9.5 6 1.6 - 8.0 5.4

Coal 12 2.0 - 7.7 4.6 11 2.8 - 11 4.8

Slag 3 3.0 - 7.3 5.3 3 0.25 - 2.0 0.92

Flue dust 3 2.7 - 23 13 1 — 7

Coke breeze 2 4.4 - 5.4 4.9 2 6.4 - 9.2 7.8

Blended ore 1 — 15 1 — 6.6

Sinter 1 — 0.7 0 — —

Limestone 3 0.4 - 2.3 1.0 2 ND 0.2

Stone quarrying and processing 2 Crushed limestone 2 1.3 - 1.9 1.6 2 0.3 - 1.1 0.7

Various limestone products 8 0.8 - 14 3.9 8 0.46 - 5.0 2.1

Taconite mining and processing 1 Pellets 9 2.2 - 5.4 3.4 7 0.05 - 2.0 0.9

Tailings 2 ND 11 1 — 0.4

Western surface coal mining 4 Coal 15 3.4 - 16 6.2 7 2.8 - 20 6.9

Overburden 15 3.8 - 15 7.5 0 — —

Exposed ground 3 5.1 - 21 15 3 0.8 - 6.4 3.4

Coal-fired power plant 1 Coal (as received) 60 0.6 - 4.8 2.2 59 2.7 - 7.4 4.5

Municipal solid waste landfills 4 Sand 1 — 2.6 1 — 7.4

Slag 2 3.0 - 4.7 3.8 2 2.3 - 4.9 3.6

Cover 5 5.0 - 16 9.0 5 8.9 - 16 12

Clay/dirt mix 1 — 9.2 1 — 14

Clay 2 4.5 - 7.4 6.0 2 8.9 - 11 10

Fly ash 4 78 - 81 80 4 26 - 29 27

Misc. fill materials 1 — 12 1 — 11
a References 1-10. ND = no data.
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